Home

Introduction
Introduction by the Chairman
Users' Executive Committee Report

Science Highlights
Feature Highlights
Chemical Science
Condensed Matter Physics
Geology and Environmental Science
Life Science
Materials Science
Soft Condensed Matter and Biophysics

Year in Review

NSLS Organization
Organization Chart
Advisory Committee

Facility Report
Accelerator Division Report
Operations and Engineering Division Report
User Science Division Report
User Administration Report
Safety Report
Building Administration Report

Facts and Figures
Beamline Guide
Linac and Booster Parameters
VUV Storage Ring Parameters
X-Ray Storage Ring Parameters
2005 Ring Performance and Usage

Publications
NSLS Users
NSLS Staff

National Synchrotron Light Source S e * -— A

Activity Report 2005

Search Disclaimer

Chemical Science

Zinc Oxide Nanowires Grown by Vapor-Phase Transport Using Selected Metal
Catalysts: A Comparative Study
Z. Zhu, T.-L. Chen, Y. Gu, J. Warren, and R.M. Osgood, Jr.

Chain Length Dependence of the Conformational Order in Self-Assembled
Dialkylammonium Monolayers on Mica Studied with Soft X-ray Absorption
G. Hahner, M. Zwahlen, and W. Caseri

A Step Closer to Understanding Immobilized Organo- and Bio-Molecular
Complexes on Solid Surfaces
S.-J. Xiao, S. Brunner, and M. Wieland

Preparation and Comparison of Supported Gold Nanocatalysts on Anatase,

Brookite, Rutile, and P25 Polymorphs of TiO, for Catalytic Oxidation of CO
W. Yan, B. Chen, S.M. Mahurin, V. S(Mrtz, D.R. Mullins, A.R. Lupini, S.J.
Pennycook, S. Dai, and S.H. Overbury

Physical Properties and 20 K Synchrotron X-ray Charge Density of a Magnetic
Metal Organic Framework Structure, Mn3(CgO4H4)3(CsH11ON)>
R.D. Poulsen, A. Bentien, M. Chevalier, and B.B. lversen

Structure Sensitivity in Methanol Oxidation over Model Rhenium Oxide Catalysts
A.S.Y. Chan, W. Chen, H. Wang, J.E. Rowe, and T.E. Madey

Activation Energies for Oxygen Reduction on Platinum Alloys: Theory and
Experiment
A.B. Anderson, J. Roques, S. Mukerjee, V.S. Murthi, N.M. Markovic, and V.
Stamenkovic



default.pdf
search.htm
credits.pdf
sh_feature_toc.pdf
sh_chem_toc.pdf
sh_cond_mat_phys_toc.pdf
sh_geo_toc.pdf
sh_life_sci_toc.pdf
sh_mat_sci_toc.pdf
sh_soft_cond_mat_biophys_toc.pdf
year_in_review_toc.pdf
sh_chem_1.pdf
sh_chem_2.pdf
sh_chem_3.pdf
sh_chem_4.pdf
sh_chem_5.pdf
sh_chem_6.pdf
sh_chem_7.pdf
intro_chairman.pdf
intro_uec.pdf
org_chart.pdf
org_committees.pdf
facility_accel.pdf
facility_opseng.pdf
facility_usersci.pdf
facility_useradm.pdf
facility_safety.pdf
facility_bldgadmin.pdf
factsfigs_accel.pdf
factsfigs_linac.pdf
factsfigs_vuv.pdf
factsfigs_xray.pdf
factsfigs_ringperf.pdf
pubs_users.pdf
pubs_staff.pdf

