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Abstract 

A nitrogen and sulfur co-doped graphene/carbon black (NSGCB) nanocomposite 

for the oxygen reduction reaction (ORR) was synthesized through a one-pot annealing 

of a precursor mixture containing graphene oxide, thiourea, and acidized carbon black 

(CB). The NSGCB showed excellent performance for the ORR with the onset and 

half-wave potentials at 0.96 V and 0.81 V (vs. RHE), respectively. It is significantly 

improved over that of the catalysts derived from only graphene (0.90 V and 0.76V) or 

carbon nanosphere (0.82 V and 0.74V). The enhanced catalytic activity on the 

NSGCB electrode could be attributed to the synergistic effect of N/S co-doping and 

the enlarged interlayer space resulted from the insertion of carbon nanosphere into the 

graphene sheets. The four-electron selectivity and the limiting current density of the 

NSGCB nanocomposite are comparable to that of the commercially Pt/C catalyst. 

Furthermore, the NSGCB nanocomposite was superior to Pt/C in terms of long-term 

durability and tolerance to methanol poisoning.  

Key words: nitrogen and sulfur co-doped, graphene, carbon nanospheres, interlayer 

space, oxygen reduction, metal-free electrocatalysts. 



The cathodic oxygen reduction reaction (ORR) plays a crucial role in various 

renewable energy applications such as fuel cells and metal-air batteries.1,2 Currently, 

platinum-based nanomaterials are considered as the most effective catalysts towards 

ORR.3 However, the cost of platinum, as well as its poor stability, and low tolerance 

to methanol poisoning limit the commercialization of fuel cells and metal-air 

batteries.4 Therefore, it is of great importance to develop durable and low-cost 

catalysts to replace platinum. Considerable efforts have been focused on non-noble 

metal and metal-free electrocatalysts.5 Among various metal-free catalysts, nitrogen 

doped (N-doped) carbons have been extensively studied. The electrocatalytic activity 

for ORR originates from the heteroatoms doping, making the catalysts 

non-electron-neutral and consequently facilitating oxygen adsorption and 

reduction.1,6,7  

Recently, apart from N, other elements—B8, S9, P10,11, and I12—have been doped 

into carbon materials as metal-free catalysts for the ORR with enhanced performance 

compared to un-doped carbon. More recently, heteroatoms co-doped carbon materials 

have been investigated and exhibited enhanced the ORR performance by creating 

synergistic non-electron-neutral sites. For instance, B/N co-doped carbon nanotubes4 

and graphene7,13 have shown excellent ORR performance with superior durability and 

high tolerance to methanol poisoning compared with commercial Pt/C catalysts. Even 

though various heteroatoms co-doped carbon materials6,14-20 have been developed as 

metal-free catalysts for the ORR, important kinetic parameters such as the onset 

potential and the limiting current need to be further improved. Moreover, to date more 

than one precursor is needed for co-doping graphene, which significantly increase the 

synthesis cost. Herein, we report the design and one-step synthesis of nitrogen and 

sulfur co-doped graphene/carbon black (NSGCB) composite as a metal-free 

electrocatalyst by annealing GO, acidized carbon black (ACB), and thiourea in N2 

atmosphere at high temperature. Our electrochemical results show the as-synthesized 

nanocomposites exhibit a four-electron pathway for ORR with a high positive onset 

potential, and a high kinetic limiting current. The composites also show high 

durability and  high tolerance to methanol poisoning. 



Thiourea (CS(NH2)2), a low cost, low toxicity, solid compound, was used in this 

research as a sole heteroatom precursor for nitrogen and sulfur source, making the 

preparation more safe and cost effective. Besides, Vulcan XC-72R, one commercially 

carbon black commonly used as support for fuel cell electrocatalysts, was inserted 

into the graphene sheets to avoid the agglomeration of graphene sheets and 

consequently increase the interlayer space area for efficient transport of the reactants, 

ions and electrons.21,22  

The NSGCB nanocomposite was synthesized through a one-step doping 

procedure as illustrated in Scheme 1. The GO was first prepared by a modified 

Hummer’s method23 and dispersed in water for use. The carbon black was refluxed in 

concentrated HNO3 to remove the metal impurities and enhanced its wettability 

(ACB). The mixture solution of GO and ACB (GO/ACB weight ratio of 3:1) was 

sonicated to form a homogenous aqueous solution. After removing of water by rotary 

evaporation, a black GO/ACB mixture powder was formed. The GO/ACB composite 

was then annealed under a N2 atmosphere in the presence of thiourea (weight ratio of 

1:10) at 900 °C to obtain nitrogen and sulfur co-doped graphene/carbon black 

(NSGCB)  (see the Supporting Information for experimental details). Nitrogen and 

sulfur co-doped graphene sheets (NSGs), nitrogen and sulfur co-doped carbon black 

(NSCB), pristine graphene sheets (Gs) as well as pristine carbon black (CB) were also 

prepared under similar conditions for comparison. 



 

Scheme 1. Schematic illustration of the preparation for NSGCB nanocomposite. 

Figure 1a shows the scanning TEM (STEM) images of the NSGCB. The typical 

nanocomposite contains graphene and carbon blacks, and the carbon blacks have a 

uniform diameter of 30 nm. The carbon blacks were inserted into the graphene sheets 

as expected (see also the Supporting Information, Figure S1a and b). Energy 

dispersive spectroscopy (EDS) analysis of the selected area in Figure 1a clearly shows 

the existence of C, N and S in the nanocomposite. The doping of N and S into the 

NSGCB can be further disclosed by the elemental mapping images of carbon, 

nitrogen, and sulfur as shown in Figure 1d, e and f. A homogeneous distribution of S, 

N and C elements can be recognized in NSGCB. The results indicate that S and N 

were successfully doped into the NSGCB, which was also confirmed by the 

composite elemental maps of S, N and C (Supporting Information, Figure S1c). 

Considering that thiourea was completely decomposed at temperatures above 600 °C 

in N2, as shown by thermal gravimetric analysis (TGA) (Figure S2), it is sound to 

believe the N and S atoms were truly doped into the NSGCB framework, rather than 

any residual precursor or byproduct. 

 

 



 

Figure 1. a) STEM image of the typical NSGCB nanocomposite. b) EDS analysis of the selected 

area in figure 1a. c) TEM image of NSGCB nanocomposite and elemental mapping images of 

carbon d), nitrogen e), and sulfur f) in the corresponding NSGCB. 

The elemental information in the NSGCB composite was further revealed by 

X-ray photoelectron spectroscopy (XPS). The existence of C, O, N, and S can be 

clearly seen in the survey scan (Figure 2a). The atomic percentage of N and S was 

calculated to be 4.9% and 1.1%, respectively. The asymmetrical C 1s spectra (Figure 

2b) can be fitted into five peaks corresponding to C-C (284.5 eV), C-OH (285 eV), 

C=O (285.7 eV), C-S (283.9 eV) and C-N (287.2 eV),6,24 further indicating that N and 

S have been doped into the carbon framework. The high resolution of N 1s spectrum 

(Figure 2c) reveals three species of N in NSGCB including Pyridinic N (398.1 eV), 

Pyrrolic N (399.2 eV), Graphitic N (401.2 eV), as typically observed in N-doped 

carbons.25,26 Remarkably, the Graphitic N occupies the most content (55.6%) in the 

three type of N, which is known as the most activity type of N for ORR.26-28 Similarly, 

a detailed scan of S 2p (Figure 2d) mainly displays three different peaks. The two 

major peaks are consistent with the reported S2p3/2 and S2p1/2 which are attributed to 

the binding sulfur in -C-S- bonds and conjugated -C=S- bonds, respectively.29 The 

third minor peaks at the binding energy of 168.6 eV belong to oxidized S (-SOx- ), 

which are anticipated to occur at the edge of carbon skeleton.16 According to the 

high-resolution XPS data, N and S also doped into the NSGs and NSCB, and their 

atom content (5.1 at.% and 1.4 at.%) in NSGs while (1.1 at.% and 0.5 at.%) in NSCB 



can be reached, respectively (see Supporting Information, Figure S3). These results 

indicated that thiourea could be used as precursor to prepare the nitrogen and sulfur 

dual-doped carbons.15  

 

Figure 2. (a) XPS spectrum of the NSGCB nanocomposite, and the corresponding high-resolution 

spectrum of C 1s (b), N 1s (c), and S 2p (d). 

Further structural information about the carbons was obtained from Raman 

spectroscopy (Figure 3a) measurement. The typical D band deriving from the 

edges, defects and disordered carbon sites and the G band corresponding to E2g 

vibration mode for sp2-hybridized graphitic carbon were located around 1350 

cm−1 and 1580 cm−1, respectively.7 The higher peak appeared at 2700 cm−1 and 2910 

cm−1 can be ascribed to a combination of D+D and D+G bands. In the Raman spectra 

of carbons, the intensity ratio of D band and G band (ID/IG) is an important index of 

the defects level. It can be seen from Figure 3a that the NSGs show higher ID/IG ratios 

(1.33) than Gs (1.14), attributing to the incorporation of defects caused by N- and 

S-doping, which increased D band by broking hexagonal symmetry of graphene.8 The 

Raman bands of carbon black (e.g. CB, NSCB) are broader than those of graphene 

(Gs, and NSGs) as a result of the more presence of amorphous carbon.30 Take 

NSGCB as an example, two additional peaks, hidden by the D and G bands, should be 



introduced to gain appropriate fittings, which have been attributed to amorphous 

carbon (Am peak at 1500 cm-1) and polyene-like structure carbon (P peak at 1220 

cm-1)30,31. The nitrogen isothermal adsorption/desorption technique was used to 

investigate the porous features of the NSGCB, NSGs, and NSCB. According to 

Figure S4, the nitrogen-adsorption isotherm of NSGCB is a typical IV type with a 

distinct hysteresis loop in the medium- and high-pressure regions (P/P0=0.5–1), and 

the Brunauer–Emmett–Teller (BET) specific surface area for NSGCB was calculated 

to be 496 m2/g, which was much higher than that of NSGs (303 m2/g) and NSCB (238 

m2/g). This suggests that the carbon nanospheres were inserted into the graphene 

sheets and increased the interlayer space. Notably, upon the insertion of carbon 

nanospheres to graphene sheets, the average pore volume significantly increased from 

0.71cm3/g for NSGs to 1.76 cm3/g for NSGCB. These increased interlayer space and 

pore volumes are expected to facilitate the diffusion of reactants in the ORR 

process31. 

 

Figure 3. a) Raman spectra of different samples: as-received CB, Gs, NSCB, NSGs, and NSGCB. 

(b) Deconvolution of the Raman spectrum of NSGCB nanocomposite. 

The ORR catalytic performance of NSGCB was first measured by cyclic 

voltammetry (CV). As shown in Figure 4a, a significant enhancement of the oxygen 

reduction peak at 0.78 V (vs.RHE) in O2-saturated electrolyte compared to featureless 

voltammetric current in N2-saturated 0.1 M KOH solution, indicating an excellent 

electrocatalytic activity of the NSGCB towards ORR. To further investigate the ORR 

kinetics on NSGCB, linear sweep voltammetry (LSV) polarization curves on a 

rotating disk electrode (RDE) were recorded at rotation rates range from 400 to 2000 



rpm and a scan rate of 5 mVs-1 in O2-saturated 0.1 M KOH electrolyte. NSGCB 

exhibited a well-defined platform of diffusion-limiting currents below 0.65 V at all 

rotational speeds, indicating a high-performance electrocatalytic activity for ORR 

with a direct four-electron transfer pathway. And they also revealed a good linear 

relationship (see the insert in Figure 4b) when converted them according to 

Koutecky-Levich plots (J−1 versus ω−1/2) at 0.6, 0.65, 0.7 and 0.75 V (analogous 

curves for the NSGs and NSCB are given in Figure S5). To investigate the effect of 

heteroatoms co-doping and carbon black on ORR catalytic activity, LSV curves of 

different electrocatalysts (Figure 4c) for ORR were obtained on RDE in an 

O2-saturated 0.1 M KOH electrolyte. The NSGCB exhibits an onset and half-wave 

potentials at 0.96 V and 0.81 V (vs. RHE), respectively, which are much higher than 

those of NSGs (0.90 V and 0.76V) and NSCB (0.82 V and 0.74V). Moreover, 

NSGCB also showed much higher limiting diffusion current density compared to 

NSCB and NSGs, the enhanced catalytic activity on NSGCB electrode could be 

resulted from the enlarged interlayer space which is beneficial to mass transfer. 

Meanwhile, it can be clearly seen that the ORR catalytic activity of NSGCB is almost 

equal to that of commercial Pt/C (20 wt%) materials in alkaline condition. For a better 

understanding of the ORR catalytic activities of the synthesized electrocatalysts, the 

Tafel-plots and mass activities at 0.70 and 0.80V for NSGCB, NSGs, and NSCB were 

compared in Figure S6 and Figure 4d. It can be seen clearly that NSGCB exhibited 

much higher mass activity and onset potential than both NSCB and NSGs. Besides, it 

is noted that our NSGCB exhibited to be one of the best performance metal-free 

electrocatalysts for ORR in alkaline media (Table S1). 

 



 

Figure 4. (a) CV curves of NSGCB in O2- and N2-saturated 0.1 M KOH electrolyte at a scan rate 

of 50 mVs-1; (b) LSVs of NSGCB at different rotating speeds; the inset shows the 

Koutecky–Levich plots for NSGCB at different potentials; (c) ORR polarization curves on 

different electrodes at a rotation rate of 1600 rpm and scan rate of 5 mVs-1; (d) Comparison of 

mass activities for NSCB, NSGs and NSGCB at 0.7 and 0.8 V; (e) RRDE voltammograms of 

NSGCB at a rotating speed of 1600 rpm; (f) The electron-transfer number n and H2O2 yield for 

NSGCB catalyst. 

To further investigate the kinetics of ORR on NSGCB, rotating ring disk 

electrode (RRDE) voltammograms was performed at the rotation rate of 1600 rpm in 

O2-saturated 0.1 M KOH solution with a scanning rate of 5 mV s-1. As shown in 

Figure 4e, the disk show a high limiting current density at approximately 5.68 mA 

cm-2, which is in accordance with the RDE characterization. The electron transfer 

number (n) and hydrogen peroxide production were calculated via the following 

equations (1-2): 
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jD is the faradaic disk current, jR is the faradaic ring current, and N is the collection 

efficiency (0.37) of the ring electrode. Remarkably, the n of 3.93 to 3.99 was achieved 

in the voltage range of 0.1 and 0.9 V, while the H2O2 yielding is less than 4 % in this 

long voltage range. Apparently, the ORR catalyzed by NSGCB is almost exactly 

through the four electron (4e) transfer pathway and comparable to that of commercial 

Pt/C (Figure S7 ).  

Given that the potential of NSGCB as efficient metal-free ORR catalysts to 

substitute the commercially Pt/C electrode, we further measured the electrochemical 

stability, and tolerance for methanol crossover, which are two major considerations 

for practical application in fuel cells. The durability of the catalysts was studied using 

current-time (i–t) chronoamperometric method, which was performed at a constant 

potential of 0.7 V (vs. RHE) for 15,000 seconds in O2-saturated 0.1 M KOH solution 

with a rotating speed of 1600 rpm (Figure 3d). Noteworthy, i-t curve of NSGCB 

exhibits negligible current decay (~5%). In contrast, the current on Pt/C gradually 

decreased, with a current loss up to 27% after 15,000 seconds. The methanol tolerance 

performance was measured by introducing 3 M methanol into the O2-saturated 0.1 M 

KOH solution. As shown in Figure 5b, the Pt/C electrode shows a sharp decrease in 

current at 200 s, while the amperometric current on the NSGCB electrode exhibits a 

neglicable decay with the addition of methanol. These results clearly indicate that the 

catalytical active sites on the NSGCB are much more stable than those on the 

commercial Pt/C electrode and have high potential application in methanol based and 

alkaline fuel cells. 

 



Figure 5. a) Durability evaluation of NSGCB nanocomposite and Pt/C at 0.7 V (vs. RHE) for 

15000 s with a rotation rate of 1600 rpm. b) i-t chronoamperometric response of NSGCB and Pt/C 

in 0.1 M KOH solution with introduction of 3 M methanol after about 200 s.  

In summary, we have developed N- and S- co-doped graphene/carbon 

black composite as metal-free electrocatalyst by pyrolysis of GO, acidized 

carbon black, and thiourea under N2 atmosphere at 900 °C. The high specific 

area resulted from intercalation of carbon black between graphene sheets and 

dual-doping of N, S afford abundant catalytic sites on the surface of the 

NSGCB and facilitate the electrolyte/reactant diffusion during the oxygen 

reduction process. Due to a synergetic effect arising from dual-doping and high 

specific area, the resultant NSGCB electrode has enhanced electrocatalytic 

activity for ORR in alkaline medium compared with its counterparts (i.e., NSGs 

or NSCB). Besides, the observed superior ORR performance of NSGCB was 

comparable to that of commercial Pt/C materials but with higher durability and 

excellent tolerance to methanol. Moreover, the synthetic strategy toward 

NSGCB is very simple and suitable for mass production, and the as-obtained 

N/S co-doping carbon composite has potential applications in fuel cells, and 

other metal-air batteries. 
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Supporting information

Synergistic Enhancement of Nitrogen and Sulfur 

Co-doped Graphene with Carbon Nanospheres Insertion 

for Electrocatalytic Oxygen Reduction Reaction 

Experiment 

Synthesis of GO: GO was prepared by chemical oxidation and exfoliation of natural graphite 

under acidic conditions according to the Hummer’s method. 

Synthesis of ACB: Typically, 2 g carbon black (Vulcan XC-72) was acid-treated with 

concentrated HNO3 (120 ml) at 110 °C for 3 hours. Then the solid products were purified by 

centrifugation, washed with distilled water and obtained by freeze drying. 

Synthesis of NSGCB: 12.5 mL ACB solution (2 mg/ mL) was gradually added to the 75 mL GO 

solution (1 mg/ mL). The mixture solution was ultra-sonication for 1 h to obtain homogenous 

solution. Then, the resulting aqueous mixture was rotary evaporated at 70 °C to remove water, and 

a black solid was obtained. Subsequently, the solid was crashed in a motar with 1 g thiourea into 

fine power. The mixture was then heated at 900 °C for 2 h under the protection of N2 to obtain 

NSGCB. For the purpose of comparison, NSGs, NSCB, Gs, and CB were also prepared similarly 

by using single carbon source or in the abscence of thiourea, respectively. 

Material Characterization 

Scanning transmission electron microscopy (S-TEM) and TEM images were obtained on STEM 

(Tecnai G2 F30). Elemental mapping and EELS data were conducted using EDAX detector 

attached on Tecnai G2 F30. Thermal gravimetric analysis (TGA) was conducted on Pyris1 TGA 



Instrument at 40-800 ºC in a 20 mL min-1 N2 flow with a heating rate of 5 ºC min-1. X-ray 

photoelectron spectroscopic (XPS) measurements were performed on an AXIS-ULTRA 

DLD-600W Instrument. Raman spectra were taken by a LabRam HR800 spectrometer with a 532 

nm laser excitation.  

Electrochemical Measurements 

All the electrochemical measurements were performed using a three-electrode system at room 

temperature (298 K) with electrochemical workstation CHI 760e and high speed rotators from 

Pine Instruments. A carbon paper and a reverse hydrogen electrode were used as the counter 

electrode and reference electrode, respectively. 0.1 M KOH solution was employed as electrolyte. 

To prepare the working electrode, 4 mg of samples was dispersed in 1 mL 0.1 wt. % Nafion 

solution (diluted with isopropyl alcohol) and sonicated to form a homogeneous ink. 15 μL of the 

ink was dipped onto a polished 5 mm (0.196 cm2) glassy carbon electrode uniformly, and dried 

naturally. The loading quantity of commercial Pt/C is about 25ug cm-2. Cyclic voltammograms 

(CV) were measured in N2- or O2-saturated 0.1 M KOH aqueous solution. The linear sweep 

voltammetry (LSV) measurements of the samples are operated on a rotating disk electrode 

(RDE) in O2-saturated 0.1 M KOH solution at a sweep rate of 5 mV s-1 and different rotation 

rates. The rotating ring-disk electrodes (RRDE) were conducted in O2-saturated 0.1 M KOH 

solution at the rotation rate of 1600rpm. The Koutecky-Levich plots were obtained by linear 

fitting of the ω-1/2 versus reciprocal current density j-1 collected at different potentials.  

Figure S1.a, b) TEM images of NSGCB nanocomposite; 



 

Figure S2. Thermo gravimetric analysis (TGA) of thiourea tested in N2 atmosphere with a 

temperature rising of 5 °C/min.  

  



 

 

 

Figure S3. a) XPS spectra of NSGs and NSCB, b) high resolution N 1s spectra of NSGs and 

NSCB, c) high resolution S 2p spectra of NSGs and NSCB. 

 

 

 

 

Figure S4. Nitrogen adsorption/desorption isotherms of NSGCB, NSGs, and NSCB. 

 

 

 

 

 



Figure S5. a,c) Oxidation reduction Reaction (ORR) curves of NSCB and NSGs at various 

rotating speed (sweep rate 5 mv s-1) in O2-saturated 0.1 M KOH solution. b,d) Koutecky-Levich 

plots (i-1 versus ω-1/2 ) of NSCB and NSGs at different electrode potential. 

Figure S6. Tafel-plots of NSGCB, NSCB, and NSGs derived from ORR curves and 

Koutecky-Levich equation. 



Figure S7. The electron-transfer number and H2O2 yield for commercially Pt/C catalyst. 



Table S1. Comparison of the ORR performance of some metal-free carbons reported in literature 

Catalysts 

ORR activity (V vs. RHE)a 
Loading 

(mg/cm2) 
Ref. 

ORR peakb
Onset 

potentialc

Half-wave 

potentialc

NSGCB 0.78 0.96 0.81 0.3 this study 

N-carbon 0.66 0.89 0.72 0.238 [1] 

N-porous carbon 0.67 0.8 0.73 0.354 [2] 

N-porous carbon 0.73 0.86 0.7 0.1 [3] 

P-carbon 0.7 0.81 0.72 0.79 [4] 

B,N-porous carbon 0.66 0.68 0.64 unknown [5] 

porous polymer 0.64 0.87 0.69 0.6 [6] 

N,O-OMC 0.65 0.87 0.68 unknown [7] 

N-GNR 0.7 0.77 0.69 0.14 [8] 

N-graphene 0.54#100 mv s-1 0.81 0.67 0.4 [9] 

 N-graphene 0.66 0.79 0.68 0.14 [10] 

N-graphene 0.63#100 mv s-1 0.91 0.78 0.6 [11] 

P-graphene 0.57#100 mv s-1 0.9 0.54 unknown [12] 

B,N-graphene 0.69 0.93 0.76 0.28 [13] 

B,N-graphene 0.69 0.89 0.72 unknown [14] 

B,N-graphene 0.65 0.81 0.65 0.283 [15] 

N,S-graphene 0.62 0.86 0.68 unknown [16] 

N,S-graphene 0.73 0.85 0.75 0.306 [17] 

N,S-graphene 0.68 0.87 0.69 0.208 [18] 

edge sulfurized 

 graphene 
0.52 0.69 0.55 0.075 [19] 

N-graphene/CNT 0.67 0.83 0.68 0.051 [20] 

N-graphene/C 0.65 0.87 0.73 0.416 [21] 

a Conversions of Hg/HgO electrode, Ag/AgCl electrode, and SCE into RHE scale were achieved by 

adopting the calibration results, as shown in Figure S8. 

b
 ORR peak was obtained from cyclic voltammetry measured in O2-saturated 0.1 M KOH aqueous 

solution with a sweep rate of 50 mV s-1 unless otherwise noted. 

c
 Onset potential and Half-wave potential were obtained from linear sweep voltammetry performed on 

RDE in O2-saturated 0.1 M KOH solution with a rotation rate of 1600 rpm.  
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